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SAMPLE DESCRIPTION:  

ONE (1) SET OF SUBMITTED SAMPLE SAID TO BE : 
ITEM NAME : - COMPTER AVEC LES ANIMAUX (NAT DEC COUNTING CREATURES  

  FLOOR PUZZLE). 
- NOTRE MONDE (NAT DEC OUR WORLD FLOOR PUZZLE). 

REFERENCE NO. : 2764-1, 2814-3.  
COUNTRY OF ORIGIN : CHINA. 
APPLICANT'S REF : G050. 

 

 
 ************************************************************************************ 
 
TESTS CONDUCTED: 
 AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
 ************************************************************************************ 
 
CONCLUSION: 

TESTED SAMPLES  STANDARD  RESULT 
TESTED COMPONENTS OF 
SUBMITTED SAMPLE SET 

 CADMIUM CONTENT REQUIREMENT IN ANNEX XVII 
ITEM 23 OF THE REACH REGULATION (EC) NO. 
1907/2006 & AMENDMENT NO.552/2009(FORMERLY 
KNOWN AS DIRECTIVE 91/338/EEC) 

 PASS 

 ************************************************************************************* 
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1 CADMIUM (Cd) CONTENT  
   

 AS PER CADMIUM CONTENT REQUIREMENT IN ANNEX XVII ITEM 23 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDMENT NO. 552/2009 (FORMERLY KNOWN AS 
DIRECTIVE 91/338/EEC), ACID DIGESTION METHOD WAS USED AND TOTAL CADMIUM CONTENT 
WAS DETERMINED BY INDUCTIVELY COUPLED ARGON PLASMA SPECTROMETRY. 

 
TESTED COMPONENT RESULT IN % LIMIT IN % 

(1) <0.0005 0.01 
(2) <0.0005 0.01 
(3) <0.0005 0.01 

 
  <  = LESS THAN 
 

TESTED COMPONENTS : 
 

(1) COATINGS ON PAPER CARD (PUZZLE). 
(2) COATINGS ON PAPER CARD (TAG). 
(3) TRANSPARENT PLASTIC FILM (COVER OF BOX). 
 
DATE SAMPLE RECEIVED : JUL 18, 2009 
TESTING PERIOD : JUL 18, 2009 TO JUL 21, 2009 

************************************************************************************
END OF REPORT

 
  


